
Page 116

conferenceseries.com

Volume 6Research & Reviews: Journal of Material Sciences

ISSN: 2321-6212
Advanced Materials 2018

September 04-06, 2018

September 04-06, 2018 | Zürich, Switzerland

21st International Conference on   

Advanced Materials & Nanotechnology

Chitosan delaying human fibroblast senescence through down regulation of TGF-β signaling pathway
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This study evaluated the effect of chitosan, poly vinyl alcohol (PVA) and poly (2-hydroxyethyl methacrylate) (pHEMA) on 
delaying the human fibroblast senescence. Cells could form suspending multicellular spheroids on these biomaterials, but 

only chitosan was capable of decreasing the SA β-gal activity and increasing the proliferation ability of senescent fibroblasts. 
Therefore, in addition to the structure of multicellular spheroids, chitosan itself should play an important role in delaying 
fibroblast senescence. The main difference of senescence related protein expressions for cells cultured on chitosan, PVA and 
pHEMA occurred on the TGF-β signaling pathway. In addition to the intracellular TGF-β expression, the extracellular TGF-β 
expression was also down regulated. Chitosan with cationic amino structure was assumed to bind with anionic TGF-β by 
forming polyelectrolyte complexes. This assumption was demonstrated by directly adding chitosan into the medium to down 
regulate the cell TGF-β expression and further to delay cell senescence, indicating TGF-β signaling pathway was involved in 
the chitosan mediating fibroblast senescence process. Finally, the delaying cell senescence ability of chitosan increased with 
increasing the amount of amino groups in chitosan and its ionization degree. In summary, these results provide important 
information for considering the application of chitosan in the future cell therapy and regeneration medicine.

Figure: The diagram of chitosan affecting senescent-related pathways.
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